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FED. SUP CLASS
32 L
® 5307
MAX FULL OR IMPERFECT
, THD = B+2 THD
FULL THD =& .375 —w 052 B MIN FULL THD
SECTION THRU CHAMFER ‘031 R
THD PROFILE “0a7 » a0 1 [ -031
BOTH THD SIZES APPROX 63 . TUWER
031 x 45°
1 -- c == APPROX
¥3 € OIA - - ——
-0%0 > i .070
.04 I . _ p E— 040
UNDERSIZE AND \ _32KF-
OVERSIZE 45° APPROX A7 ga .190 (ND. 10)-32KF-3A
IDENTIFICATION .164 MATERIAL IDENTIFICATION
STAMP PER AMS 2800 250-20M5 A
2010 MAX DEPTH .250- y STAMP PER AMS 2800
SEE TABLE FOR PD .010 RAX DEPTH
UNDERSIZE AND -.003 STANDARD +.003 +.006 +.009 +.012
OVERSTZE
e | O O] O 0
¢ Y § 245 .250 | .245- .250 .245- .250 .245- .250 | .254- .259 .254- .259
PD BEFORE PLATINS | .2183-.2193 | .2213-.2223 .2243-.2250 .2273-.2283 | .2303-.2313 | .2333-.230
PD AFTER PLATING .2188-.2203 | .2218-.2233 .2248-.2263 | .2278-.2293 | .2308-.2323 | .2338-.23s3
PO LEAD THREAD +2125-.2145 | .2155-.2175 .2185-.2175 .2215-.2235 | .2245-.2265 | .2275-.2295
L 8 PART NUWBER | PART NUMBER | PART NUNBER | PART NUMBER | PART NUNBER | PART KUWBER
.875 .375 ANI50519 AN150520 AN150521 AN150822. AN150523 AN150524
.938 .438 AN150525 AN150526 AN150527 AN150528 AN150529 AN150530
1.000 .500 AR150531 AR150532 AN1S0533 AN150534 AN150538 AN150536
1.062 .500 AN150537 AN150538 AK150539 AN150540 AN150541 ANI50542
1.125 .500 AN150543 AN150584 AN150545 AN150546 AN150547 AN150548
1.188 .500 AN150549 AX150550 AN150551 AN150552 AN150553 AN150554
1.250 .500 AN150555 AN150556 AN150557 AN150558 AN150559 AN150560
1.312 .500 AN150561 AN150562 AN150563 AN150564 AN150565 AN150566
1.375 .500 AN150567 AN150568 AN150569 A%150570 AN150571 AN150572
1.438 .500 AN150573 AN150574 ANI50575 AN150576 AN150577 AN150578
1.500 .500 AN1S0573 AR150580 AX150581 AN150582 AN150583 AN150554
1.562 .500 AN150585 AN150585 AN150587 AN150588 AK150589 AN150590
1.625 .500 AN150591 AN150592 AN150593 AN150594 AN150595 AN150596
1.688 .500 AN150597 AN150568 AN150599 AN150600 AN150601 AN150602
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1es, )/ PITCH DUAKETERS OF BOTH TKREADED ENDS SHALL BE CONCENTRIC VITHIN .005 FIR.
HOTES:
1. MATERBALEL STEEL AMS 6322 (AMS 6320 MATERIAL MAY ALSO BE USED FOR THIS PART UNTIL JAMUARY 1. 1957).
2. WARDNESS: ROCKNELL C26-32. 3
3. FINISH: CADMIUM PLATE AMS 2400. DIMENSIONS ARE AFTER PLATING EXCEPT WHERE SHOWN. i
4. SURFACE ROUGHNESS: AS 107. ’
S. MANUFACTURING SPECIFICATION: AMS 7456. PARTS SUBJECT TO MAGKETIC INSPECTION PER AMS 2640.
6. BREAX SHARP EDGES .003-.015 UNLESS OTHERMISE SPECIFIED. :
7. DIMENSIONS IN INCHES. UNLESS OTHERNISE SPECIFIED:
8. TOLERANCES: LINEAR DIMENSIONS +.010. °
DO NOT USE UNASSIENED PART NUMBERS. »
| ‘ @ REVISED AND REDRAWN g
THIS STANDARD MAS DEVELOPED COOPERATIVELY WITH THE ENGIKE AND PROPELLER UTILITY PARTS COMMITTEE OF THE SAE. s
P.A 13
o~ I AERONAUTICAL STANDARD ANI5050I
AS H ‘
STUD, -STEPPED, 1.5 DIA EXGAGEMENT, .250-20 x .180-32 ANIS5 0800
PROCUREMENT SPECIFICATION SMEEY oF
NOXE 1 1
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