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MILITARY SPECIFICATION

COATING OF GLASS OPTICAL ELEMENTS

(ANTI - REFLECTION)

This amendment forms a part of Military SpecificationMIL-C-675C, dated 22
August 1980, and is approved for use by all Departments and Agencies of the
Department of Defense.
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SPECIFICATIONS,Federal: Delete reference to “L-T-90 - Tape, Pressure - sensitive
Adhesive Cellophane and Cellulose Acetate”, and substitute in place “A-A-113 Tape,
Pressure Sensitive Film, Office Use”.
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DRAWINGS, line 4: Delete reference to drawing number “D7608606” and substitute in
place “D7680606”.
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4.5.12,line 2: Delete reference to “Type I of L-T-90” and substitute in place “Type
I, Class B of A-A-113”.
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